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RESUMO 

 

O objetivo deste estudo clínico controlado randomizado microtomográfico 

foi comparar a qualidade óssea entre dois métodos diferentes de preservação do 

rebordo alveolar e avaliar as estabilidades primária e secundária dos implantes 

instalados nessas regiões. Vinte pacientes foram divididos aleatoriamente em dois 

grupos de tratamento após uma única extração dentária. Dez alvéolos foram 

enxertados com fosfato de cálcio bifásico (SBC, n = 10) associado a um retalho 

de tecido conjuntivo subepitelial pediculado para o fechamento primário. Dez 

alvéolos foram selados com uma restauração provisória de pôntico ovóide 

(PROV, n = 10) sem material de enxertia. Após 12 meses, 9 pacientes perderam-

se no acompanhamento e 11 pacientes receberam implantes dentários. As 

biópsias ósseas foram avaliadas por microtomografia computadorizada (8 μm), 

quanto às características do osso trabecular. Valores de torque de inserção (ITV) 

e quociente inicial de estabilidade do implante (ISQI) foram registrados no 

momento da instalação dos implantes. O ISQ também foi registrado aos 7 dias, 30 

dias e 60 dias pós-operatórios. Todos os onze pacientes tiveram os implantes 

osseointegrados sem intercorrências. O grupo PROV apresentou trabéculas mais 

espessas (0,17 ± 0,03) em relação ao grupo SBC (0,11 ± 0,03) (p = 0,03). O osso 

trabecular foi mais anisotrópico em PROV (0,3 ± 0,08) comparado com SBC (0,1 ± 

0,07) (p = 0,01). O grupo PROV apresentou menor superfície óssea (26,02 ± 

10,36) que o grupo SBC (40,09 ± 10,94) (p = 0,05). Além disso, o PROV 

apresentou ISQ inicial mais alto (72,3 ± 21) em comparação com o SBC (67 ± 3,9) 

(p = 0,05). O osso trabecular revelou diferenças na microarquitetura entre os dois 

métodos de preservação do rebordo alveolar e ambos os métodos foram 

satisfatórios para a instalação do implante e resultaram em altos valores de ITV e 

ISQ. 

 

Palavras-chave: Osso, implantes dentais, microtomografia computadorizada, 

análise de frequência de ressonância. 
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ABSTRACT 

 

 

This randomized controlled clinical microtomographic trial aimed to 

compare the bone quality between two different methods of alveolar ridge 

preservation and to evaluate the primary and secondary implant stability. Twenty 

patients were randomly divided into two groups following a single tooth extraction: 

SBC group (n=10), sockets were grafted with alloplastic biphasic calcium 

phosphate and a pedicle subepithelial connective tissue flap was used for primary 

closure; and PROV group (n=10), sockets were sealed with an ovate pontic 

provisional restoration. After 12 months, 11 patients received dental implants, with 

nine patients lost to follow-up. Bone biopsies were evaluated by microcomputed-

tomography (8 μm) to determine   cancellous bone characteristics. Insertion torque 

values (ITV) and initial implant stability quotient (ISQI) were recorded at 

installation. The ISQ was also recorded 7, 30 and 60 days after the implant was 

installed. All implants showed uneventful osseointegration. The PROV group 

presented thicker trabeculae (0.17±0.03) compared to the SBC group (0.11±0.03; 

p 0.03). Trabeculae bone was more anisotropic in the PROV group (0.3±0.08) 

compared with the SBC group (0.1±0.07; p 0.01). The PROV group presented less 

bone surface (26.02±10.36) than the SBC group (40.09±10.94; p 0.05). Also, 

PROV showed higher ISQI (72.3±21) than SBC (67±3.9; p 0.05). The 

characteristics of the trabecular bone differed between the two alveolar ridge 

preservation methods and the both preservation methods gave satisfactory results 

with regard to implant placement, and both resulted in high values for ITV and 

ISQ.   

 

Keywords: Bone, dental implants, microcomputed tomography, resonance 

frequency analysis. 
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1 INTRODUÇÃO 

 

 Após a extração dentária, o osso alveolar residual sofre remodelação 

tridimensional rápida com altas taxas de reabsorção óssea. Esta condição pode 

interferir na instalação do implante dentário, uma vez que a crista reabsorvida não 

acomoda adequadamente os implantes, comprometendo a estética e a função da 

restauração protética (ARTZI, TAL e DAYAN, 2000; ARAÚJO e LINDHE, 2005; 

ARAÚJO e LINDHE, 2011). Vários métodos têm sido apresentados com o objetivo 

de prevenir a contração volumétrica dos alvéolos, com redução tanto da perda de 

tecidos duros quanto dos tecidos moles (DAHLIN et al., 1998; MCALLISTER e 

HAGHIGHAT, 2007; FICKL et al., 2008; ARAÚJO, LINDER e LINDHE, 2009; 

MARDAS, CHADHA e DONOS, 2010). A preservação da crista alveolar mantém as 

dimensões ósseas, facilita a colocação do implante em uma posição protética 

adequada e proporciona ótima estética com boa previsibilidade no sucesso da 

osteointegração (MARDAS et al., 2011; ARAÚJO et al., 2015; NATTO et al., 2017). 

Muitos estudos recentes têm focado nas diferentes técnicas de preservação 

do rebordo alveolar por análises tomográficas, histológicas e/ou histomorfométricas 

(FICKL et al., 2008; MARDAS et al., 2010; MARDAS et al., 2011; VIGNOLETTI et 

al,. 2012; WANG et a., 2016; BAUMER et al., 2017; JAIN et al., 2017; NATTO et al., 

2017). Essas metodologias revelaram considerável heterogeneidade, com 

avaliação de diferentes materiais de enxerto, técnicas cirúrgicas e em diferentes 

períodos de tempo (FERNANDEZ DE GRADO et al. 2018). Em um estudo recente, 

uma restauração provisória imediata de pôntico ovóide instalado em um alvéolo 

intacto sem material de enxerto foi usado para avaliar as mudanças dimensionais 

que ocorrem e os resultados forneceram validação na preservação do contorno do 

tecido com esta técnica (BAKSHI et al., 2018). 

Independentemente do método de preservação utilizado, o objetivo final é a 

instalação do implante em volume ósseo adequado (SJÖSTRÖM et al., 2005). Não 

está claro se os diferentes tipos de preservação do rebordo alveolar irão interferir 

na qualidade do osso e na estabilidade do implante. Alguns autores sugeriram que 

a estabilidade primária seria um fator crítico para prever se um implante será bem 

sucedido ou não (RASMUSSON et al., 1999; BECKER et al., 2005; HERRERO-

CLIMENT et al., 2013; FU et al., 2017).  
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Até o presente momento, não foi encontrado na literatura pesquisada um 

trabalho que avalie a qualidade do osso trabecular por meio de microtomografia 

computadorizada de amostras ósseas colhidas de regiões preservadas; e, se o 

método de preservação pode interferir na estabilidade primária e secundária 

através de análise de frequência de ressonância dos implantes. Desta maneira, é 

de suma importância uma pesquisa tanto sobre técnicas e materiais efetivos para 

preservação alveolar, como também uma pesquisa sobre o prosseguimento com a 

reabilitação do espaço preservado. 
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2 PROPOSIÇÃO 

 

 

 O presente estudo tem os objetivos de avaliar as estabilidades primária e 

secundária de implantes instalados em alvéolos tratados por duas técnicas 

diferentes de preservação e também, avaliar a qualidade óssea trabecular dessas 

regiões. 
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3 MATERIAIS E MÉTODOS 

 

O presente estudo clínico foi aprovado pelo Comitê de Ética em Pesquisa da 

Universidade Federal de Juiz de Fora sob o parecer de nº 1.731.395 (Anexo 1), 

inscrito na plataforma Clinical Trials, sendo atribuído o número de identificação 

NCT03166475 (Anexo 2). Este trabalho foi escrito e formatado segundo as 

diretrizes estabelecidas pelo CONSORT (Consolidated Standarts of Reporting 

Trials). 

 

3.1 DESENHO DO ESTUDO 

 

Este estudo foi conduzido como uma pesquisa clínica-microtomográfica 

controlada e randomizada, sendo as etapas realizadas na Faculdade de 

Odontologia da Universidade Federal de Juiz de Fora e no Centro de Pesquisa em 

Biomecânica, Biomateriais e Biologia Celular (CPBio) da Faculdade de Odontologia 

da Universidade Federal de Uberlândia. 

 

3.2 PARTICIPANTES 

 

Foram incluídos vinte participantes consecutivos que se apresentaram a 

Faculdade de Odontologia da Universidade Federal de Juiz de Fora com indicação 

de extração de pré-molares ou incisivos superiores, por motivo de fratura radicular, 

cáries extensas que não permitissem tratamento restaurador e/ou com prognóstico 

endodôntico desfavorável. O dente a ser extraído devia apresentar integridade 

alveolar e a presença dos dois dentes adjacentes hígidos. Os pacientes deveriam 

ser sistemicamente saudáveis, ou, se com presença de doença, a mesma devia 

estar controlada e maiores de dezoito anos.  

Foram excluídos a nível sistêmico os pacientes tabagistas e com doenças 

descontroladas. Em nível local foram excluídos os dentes que apresentavam 

recessão gengival, lesão endodôntica aguda no dente indicado para extração ou 

nas áreas vizinhas e com alvéolos severamente reabsorvidos, ou que no momento 

da cirurgia a tábua óssea vestibular ou palatina fosse removida junto com o dente.  
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Todos os participantes assinaram um Termo de Consentimento Livre e 

Esclarecido (TCLE), concordando em participar de forma voluntária dessa 

pesquisa. 

 

3.3 INTERVENÇÕES 

 

Os pacientes foram alocados aleatoriamente em dois grupos de acordo com 

os seguintes tratamentos: Grupo SBC: Preenchimento do alvéolo com enxerto de 

Bone Ceramic® (Straumann AG, Basel, Suíça) e recobrimento do mesmo com 

deslize de retalho palatino segundo o técnica de Khoury et al. (2000) (Figura 1). 

 

 

Figura 1 – Procedimento cirúrgico do Grupo SBC. (A) Dente a ser extraído. (B) 

Descolamento total do retalho e início da divisão do retalho. (C) Preenchimento do alvéolo 

com BoneCeramic® (Straumann AG, Basel, Suíça). (D) Recobrimento do enxerto com 

deslize do retalho palatino pediculado. (E) Fechamento por primeira intenção (F) Região 

cicatrizada no pós-operatório de 12 meses. Fonte: Camila Furtado. 

 

Grupo PROV: Vedamento do alvéolo por um pôntico ovóide de resina 

acrílica (Figura 2). O provisório foi confeccionado de maneira que penetrava 2 a 3 

mm no interior do alvéolo, onde ele vedava toda circunferência do alvéolo e era 

estabilizado lateralmente pelos dentes adjacentes, com fio de aço 0,5 mm e resina 

composta ou resina acrílica. A oclusão foi ajustada para eliminar todos os contatos 

nos movimentos excursivos de lateralidade e protrusão. 
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Figura 2 – Procedimento cirúrgico do Grupo PROV. (A) 

Extração minimamente traumática. (B) Alvéolo preparado 

para receber o provisório, preenchido apenas de sangue. (C) 

Provisório no formado ovóide feito de resina acrílica. (D) 

Provisório em posição esplintado aos dentes adjacentes com 

fio ortodôntico e resina acrílica Fonte: Camila Furtado. 

 

3.4 AVALIAÇÃO DA ESTABILIDADE PRIMÁRIA DOS IMPLANTES 

 

Todos os pacientes realizaram TCFC com afastamento labial no pré-

operatório para avaliar as dimensões dos alvéolos para o planejamento dos 

implantes. Todas as imagens foram adquiridas pelo tomógrafo I-Cat® (Imaging 

Sciences International, Hatfield, Pensilvânia, EUA), sob o seguinte protocolo: 26,9 

s, voxel de 0,25 mm e FOV (field of view) de 7 x 13 cm (Figura 3). 

 

 

 

Figura 3 – Exame tomográfico pré-operatório. (A) Corte panorâmico. (B) corte 

parassagital. Fonte: a autora. 

 

A B 
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Foi prescrito a todos os pacientes 04 comprimidos de amoxicilina 500 mg, 01 

comprimido de dexametasona 4 mg uma hora antes do procedimento cirúrgico 

(ANDRADE, 2001). Após antissepsia intra e extraoral com clorexidina 0,12% e 2% 

respectivamente foram colocados os campos cirúrgicos estéreis. A anestesia local 

foi obtida com uso de lidocaína 2% epinefrina 1:100.000.  

Foi coletado o material para análise microtomográfica, que foi removido com 

uso de broca trefina 2.0 mm de diâmetro (Figura 4). As amostras foram colocadas 

imersas em um recipiente com solução de formol a 10%. 

 

 

 

Figura 4 – Coleta das amostras ósseas. (A) Amostra sendo colhida com 

broca trefina. (B) Amostra removida. Fonte: a autora. 

 

Em seguida foi realizada uma incisão linear sobre o rebordo alveolar na 

região e descolamento do retalho. Foram utilizados implantes e componentes  

doados pela empresa Neodent® (Curitiba, PR, Brasil). Os diâmetros utilizados 

foram de 3,5 x 11,5 mm ou 3,5 x 8 mm, dependendo da altura remanescente do 

rebordo. O sistema de fresagem e inserção dos implantes seguiu o protocolo 

preconizado pelo fabricante (Figura 5), exceto pela utilização da trefina como 

primeira broca. A rotação de perfuração das brocas não ultrapassou 800 rpm, como 

recomendado para ossos tipo III e IV. 

 

 

A B 
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Figura 5 – Protocolo cirúrgico de fresagem. (A) Broca lança. (B) Broca 2.0. (C) Broca 3.5. 

Fonte: a autora. 

 

 

A inserção inicial do implante foi com uso do contra-ângulo a 30 rpm e foi 

finalizada com uso de torquímetro manual. Foi aferido o torque de inserção (ITV), 

que não ultrapassou 60 Ncm e o valor foi tabulado (Figura 6),  

 

 

 

Figura 6 – Protocolo de inserção dos implantes. (A) Inserção inicial do implante com 

contra ângulo. (B) Inserção final do implante e aferição do torque de inserção. 

Fonte: a autora. 

 

O componente protético foi instalado com torque máximo de 20 N e sobre 

ele foi adaptado o SmartPeg® (Integration Diagnostics AB, Göteborg, Suécia) 

(Figura 7). Segundo o fabricante, o aparelho gera uma série de sinais com 

diferentes frequências em Hertz (Hz) e esses valores são imediatamente 

convertidos em ISQ (Coeficiente da Estabilidade do Implante), proporcionando um 

monitoramento rápido e exato. A escala de valores lineares do ISQ varia de 1 a 

100, sendo que os altos valores de ISQ presume-se alta qualidade na ancoragem 

A B C 

A B 
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do implante ao osso. A aferição foi realizada nas superfícies vestibular e palatina 

dos intermediários, ou seja, cada implante foi submetido a 2 leituras (Figura 8). As 

leituras foram capturadas pelo dispositivo OstellTM e tabuladas para posterior 

análise (Figura 9). 

 

 

Figura 7 – Componente protético e SmartPeg®. (A) Micro pilar  

instalado. (B) SmartPeg® adaptado sobre o miro-pilar. Fonte: a 

autora. 

 

 

 

Figura 8 – Leitura do ISQ. (A) Leitura vestibular. (B) 

Leitura palatina. Fonte: a autora. 

 

 

A B 

A B 
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Figura 9 – Dispositivo Osttel
TM

 ISQ. Fonte: a autora. 

 

 

As medições por meio de AFR foram repetidas nos intervalos de 7 a 10 dias, 

30 dias e 60 dias, para avaliação do ISQ no período de osseointegração. Os micro-

pilares foram cobertos com os parafusos de proteção do micro-pilar apenas com 

pressão digital, e, finalmente, a incisão foi suturada (Figura 10). 

 

 

Figura 10 – Etapa final da cirurgia. (A) Parafuso de proteção 

do micro-pilar em posição. (B) Suturas. Fonte: a autora. 

 

 

Os pacientes foram orientados quanto aos cuidados pós-operatórios. Foi 

prescrito nimesulida 100 mg de doze em doze horas por três dias, dipirona sódica 

A B 
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500mg em caso de dor e bochechos com clorexidina 0,12% de doze em doze 

horas até a remoção das suturas. 

Após o ato cirúrgico, foram realizadas radiografias periapicais da região 

operada para conferir a posição dos implantes (Figura 11). 

 

 

Figura 11 – Radiografia periapical pós-

operatória. Fonte: a autora. 

 

 

3.5 AVALIAÇÃO MICROTOMOGRÁFICA 

 

A MicroCT foi realizada pelo microtomógrafo Skyscan 1172 (Skyscan, 

Antuérpia, Bélgica) para cada amostra de osso (fonte de energia 92 kV, 120 mA, 

resolução de 8 μm). Foi utilizado rotação de 180° e um filtro de alumínio de 0,5 

para redução de ruído. A reconstrução foi realizada utilizando software  NRecon V 

1.4.4 (Skyscan, Antuérpia, Bélgica), com os seguintes parâmetros selecionados: 

Smoothing = 1, Ring Artifact Correction = 10 e Beam Hardening Correction (%) = 

10. 

O software CT-An (CTAnalyser, Skyscan, Antuérpia, Bélgica) foi usado para 

calcular parâmetros morfométricos ósseos para cada volume de interesse (VOI). 

Neste momento, foi delineada a escolha apenas da área trabecular para análise, 

excluindo a parte cortical. Desta forma, a microarquitetura óssea de cada amostra 

foi avaliada na parte trabecular (Figura 12), considerando as características e 

organização das trabéculas. Ainda, no grupo SBC havia presença de biomaterial 

em toda região da amostra, que dificultava a delimitação do osso cortical. Portanto, 
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para minimizar vieses, a avaliação da microarquitetura óssea foi realizada apenas 

em osso trabecular em ambos os grupos. 

 

 

 

 

Figura 12 – Imagem microtomográfica 

original da amostra óssea. Fonte: a autora. 

 

Os parâmetros morfométricos ósseos para cada volume de interesse (VOI) 

foram calculados determinando a região de interesse (ROI) compreendendo todo o 

volume trabecular, separado manualmente. A parte mais superior (top) da região 

trabecular era definida, assim como a parte mais inferior (bottom). As ROIs foram 

delineadas em cortes de forma aleatória, e as demais foram criadas artificialmente 

pelo processo de interpolação. Ao fim, o conjunto de todas as ROIs eram utilizados 

para formar o VOI e posteriormente era iniciado o processo de binarização, 

baseando-se nos histogramas de cada imagem (corte). 

Antes da binarização, os limiares de tons de cinza foram escolhidos da 

seguinte forma: dois para o grupo SBC, sendo um para todo o volume (40, 

considerando osso + biomaterial) (Figura 13A) e outro (100) para o biomaterial 

apenas (Figura 13B). E apenas um para o osso no grupo PROV (80) (Figura 13C).  
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Figura 13 – Diferenciação dos voxels para delinear tecido ósseo e biomaterial. (A) Todo 

tecido mineral delineado no grupo SBC (osso + BoneCeramic®). (B) Apenas biomaterial 

delineado no Grupo SBC. (C) Tecido ósseo delineado no grupo PROV. Fonte: a autora. 

 

Os parâmetros analisados foram: densidade do volume ósseo (BV/TV, % - 

sendo a razão de volume ósseo sobre o tecido total analisado), razão superfície 

óssea por volume (BS/BV, 1/mm), espessura trabecular (Tb.Th, mm), separação 

trabecular (Tb.Sp, mm), número trabecular (Tb.N, 1/mm), índice de modelo 

estrutural (SMI, #), densidade de conectividade (Conn.D, 1/mm3) e grau de 

anisotropia (DA, #). No que diz respeito aos parâmetros microtomográficos, o 

índice de modelo estrutural (SMI) é um indicador do formato das trabéculas, o valor 

varia de 1 a 4, sendo aqueles com o valor mais próximo de 1 apresentam 

trabéculas mais achatadas (plate like), e um valor mais próximo de 3 apresentam 

trabéculas mais cilíndricas (rod like). Valores próximos de 4 remetem à 

caracterização de uma esfera perfeita. O grau de anisotropia (DA) representa uma 

ferramenta de análise de textura que tem a ver com a organização das trabéculas 

no espaço. Valores mais próximos de 1 significam maior anisotropia e valores mais 

próximos de 0 indicam isotropia.  

Para a estatística, foram consideradas as medidas de quantidade total (osso 

e biomaterial) do grupo SBC.  

 

3.6 ANÁLISES DOS RESULTADOS 

 

Dados clínicos e de microCT foram sumarizados em análise descritiva 

expressa em média e desvio padrão. Análises de correlação foram realizadas para 

verificar associações entre os parâmetros ósseos trabeculares e a estabilidade do 

implante (coeficiente de correlação de Pearson). As comparações entre os grupos 
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PROV e SBC foram avaliadas pelo teste de Mann-Whitney (intervalo de confiança 

de 95%). A significância estatística foi estabelecida em p≤0,05. O GraphPad Prism 

5.0 foi usado para análise de dados. 
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Abstract 

Objective: This randomized controlled clinical microtomographic trial aimed to compare 

the bone quality between two different methods of alveolar ridge preservation and to 

evaluate the primary and secondary implant stability. 

Material and methods: Twenty patients were randomly divided into two groups following 

a single tooth extraction: SBC group (n=10), sockets were grafted with alloplastic biphasic 

calcium phosphate and a pedicle subepithelial connective tissue flap was used for primary 

closure; and PROV group (n=10), sockets were sealed with an ovate pontic provisional 

restoration. After 12 months, 11 patients received dental implants, with nine patients lost to 

follow-up. Bone biopsies were evaluated by microcomputed-tomography (8 μm) to 

determine   cancellous bone characteristics. Insertion torque values (ITV) and initial implant 

stability quotient (ISQI) were recorded at installation. The ISQ was also recorded 7, 30 and 

60 days after the implant was installed.  

Results: All implants showed uneventful osseointegration. The PROV group presented 

thicker trabeculae (0.17±0.03) compared to the SBC group (0.11±0.03; p 0.03). Trabeculae 

bone was more anisotropic in the PROV group (0.3±0.08) compared with the SBC group 

(0.1±0.07; p 0.01). The PROV group presented less bone surface (26.02±10.36) than the 

SBC group (40.09±10.94; p 0.05). Also, PROV showed higher ISQI (72.3±21) than SBC 

(67±3.9; p 0.05). 

Conclusion: The characteristics of the trabecular bone differed between the two alveolar 

ridge preservation methods. However, both preservation methods gave satisfactory results 

with regard to implant placement, and both resulted in high values for ITV and ISQ.   

 

Introduction 

After a tooth extraction, the residual alveolar bone undergoes rapid three-dimensional 

remodeling with high rates of bone resorption. This remodeling may interfere with dental 

implant installation as the resorbed ridge cannot properly accommodate implants, thereby 

compromising the esthetics and function of the prosthetic restoration (Artzi, Tal, & Dayan 

2000; Araújo & Lindhe 2005; Araújo & Lindhe 2011). Several methods aimed at preventing 

volumetric contraction of the socket have been proposed, including reducing both hard and 

soft tissue loss (Dahlin et al. 1998; Mcallister & Haghighat 2007; Fickl et al. 2008; Araújo, 

Linder, & Lindhe 2009; Mardas, Chadha, & Donos 2010). Preservation of the alveolar ridge 

maintains bone dimensions and facilitates implant placement in an adequate prosthetic 
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position. In addition, it proportionates optimal aesthetics with good predictability on 

osteointegration process (Mardas et al. 2011; Araújo et al. 2015; Natto et al. 2017).  

Many recent studies have focused on different alveolar ridge preservation techniques, 

assessed by tomographic, histological and/or histomorphometric analyses (Fickl et al. 2008; 

Mardas et al. 2010; Mardas et al. 2011; Vignoletti et al. 2012; Wang et al. 2016; Baumer et 

al. 2017; Jain et al. 2017; Natto et al. 2017). There is considerable heterogeneity among 

methodologies with regard to evaluation of different graft materials, surgical techniques and 

periods of preservation time (Fernandez de Grado et al. 2018). In a recent study, immediate 

installation of a fixed ovate pontic provisional restoration into an intact extraction socket 

without grafting was used to evaluate dimensional changes (Bakshi et al. 2018), and the 

results confirmed preservation of the tissue contour. 

Regardless of the preservation method used, the final goal is installation of the 

implant into bone with adequate volume (Sjöström et al. 2005). It is unclear whether 

different alveolar ridge preservation techniques influence the bone quality and implant 

stability. Some authors have suggested that primary stability is a critical factor for predicting 

whether an implant will be successful or not (Rasmusson et al. 1999; Becker et al. 2005; 

Herrero-Climent et al. 2013; Fu et al. 2017). Thus, the objective of this study was to 

evaluate the trabecular bone quality and the   primary and secondary implant stabilities in 

sites treated with two different alveolar preservation techniques. 

 

Materials and methods 

 

Sample 

Twenty patients were enrolled in this randomized controlled clinical trial (NCT 03166475). 

This study was designed and formatted according to the Consolidated Standards of 

Reporting Trials (CONSORT) guidelines, and was approved by the research ethics 

committee (no. 1.731.395). Written informed consent for participation in the study was 

obtained from all patients. Patients were first evaluated for study eligibility during an initial 

screening visit. The study subjects were selected based on the following inclusion criteria: 

no uncontrolled systemic health conditions; the presence of a hopeless tooth (maxillary 

incisor or premolar) requiring extraction, and the presence of adjacent teeth. The exclusion 

criteria included smokers, gingival recession, acute endodontic lesion in the tooth indicated 

for extraction or in neighboring areas, and major loss of the buccal or palatal osseous wall 
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following the tooth extraction. The subjects were randomly assigned to one of two groups. A 

balanced randomly permuted block approach was used to prepare the randomization tables 

in order to avoid unequal balance between the two treatments (Fig. 1).  

 

 

Fig 1 – The Consolidated Standards of Reporting Trials 

(CONSORT) flow diagram. 

 

At 12 months after the first surgical approach, the patients were submitted to cone-

beam computed tomography (CBCT) using an i-CAT scanner (Imaging Sciences 

International, Hatfield, PA, USA) operating at 120 kVp and 3–8 mA, with a voxel size of 

0.25 mm, rotation time of 26.9 s, and field of view of 7 × 13 cm. The CBCT scans were used 

to provide qualitative information and support planning for implant insertion. 

 

Surgical procedures  

Atraumatic extraction of the incisor or premolar tooth was performed using a peritome and 

elevators. After extraction, the patients were randomly divided into one of two treatment 

groups. Ten sockets were grafted with alloplastic biphasic calcium phosphate (granule size 

400–1000 µm; Straumann AG, Basel, Switzerland), and primary closure over the 
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extraction sockets was achieved using a pedicle subepithelial connective tissue flap (SBC, n 

= 10) (Khoury et al., 2000) (Fig. 2). 

 

 

Figure 2 - Surgical procedure for the SBC group. Images A–E depict the first 

surgical procedure, as follows: (A) tooth to be extracted; (B) minimally 

traumatic extraction performed with total flap detachment; (C) grafting 

procedure, with the alveolus filled with BoneCeramic® (Straumann AG, 

Basel, Switzerland); (D) repositioning of the pediculate palatal flap, and (E) 

primary closure. For the second surgical procedure, (F) installation of the 

implant in the preserved alveolus with adequate bone volume. 

 

 

The other group received no grafting material, and the alveolar socket was sealed 

with an immediate fixed ovate pontic provisional restoration (PROV, n = 10; Fig. 3). For 

these patients, a provisional resin-bonded prosthesis with an ovate pontic made of 

autopolymerized polymethyl methacrylate (PMMA; Alike, USA) was adhesively bonded 

with flowable composite resin (Beautiful Flor Plus, Shofu, San Marcos, CA, USA) 

following spot-etching of the adjacent teeth with 37% phosphoric acid (Ultradent; 

Kerr Corporation, Orange, CA, USA) and application of a light-cured bonding agent 

(Optibond Solo; Kerr Corporation, Orange, CA, USA) to the adjacent natural teeth. In order 

to properly support the soft tissue profile, the ovate pontic surface on all cases was finished 

to have a smooth, convex subgengival contour extending 3 mm apical to the free gingival 

margin. The polished surface of the pontic was obtained using pumice slurry (coarse/fine 

grit; Kerr Corporation, Orange, CA, USA). Occlusion was adjusted to eliminate all centric 

and excursive contacts (Bakshi et al. 2018).  
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Figure 3 - Surgical procedure for the PROV group. Images A–D 

depict the first surgical procedure, as follows: (A) minimally 

traumatic extraction; (B) alveolus prepared to be filled with a blood 

clot; (C) provisory pontic restoration in an ovoid format made of 

acrylic resin; and (D) provisory restauration installed and attached 

to adjacent teeth using an orthodontic appliance and acrylic resin. 

Images E–H depict the second surgical procedure, as follows: (E) 

use of CBCT for implant planning, 12 months after the first 

surgical procedure (panoramic view of the CT scan); (F) sagittal 

plane in CTBC showing adequate volume of the alveolar ridge; (G) 

clinical aspect of the implant and micro-abutment, installed in the 

preserved region; and (H) periapical radiograph confirming the 

correct positioning of the implant installed in the preserved 

alveolus.  

  

After 12 months, 11 patients (six in the SBC group and five in the PROV group) 

were provided Helix Gran Morse implants (Neodent, Curitiba, Brazil) with dimensions of 

either 3.5 × 11 mm or 3.5 × 8 mm. One-stage surgical protocol was used for all surgeries, 

and there was only one modification of the protocol, which was the use of a 2.0-mm 

diameter trephine for the first drilling procedure. A bone specimen from each site was 
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retrieved and maintained in a buffered 10% formalin solution to undergo microCT scans. A 

surgical micromotor (Neosurg XT plus, Neodent NSK, Curitiba, Brazil) was used for 

drilling in accordance with the implant manufacturer’s recommendation, and implant 

placement was performed according to standard procedures.  

 

Insertion torque value measurements 

The initial torque of the motor was set at 15 Ncm, and the implant was inserted until 

automatic interruption of the motor (Ribeiro-Rotta et al. 2014). Afterwards, the implant was 

manually inserted with the manual wrench (Neodent, Curitiba, Brazil). After implant 

placement, torque value (ITV) measurements were obtained. A micro-abutment was 

installed with a maximum torque of 20 Ncm.  

 

Resonance frequency analysis 

Direct primary and secondary implant stability measurements were obtained by means of the 

implant stability quotient (ISQ). These data were obtained immediately after implant 

insertion (ISQI) and during the osseointegration period at day 7 (ISQ7), 30 (ISQ30) and 60 

(ISQ60). To perform these measurements, a wireless device (Osstell
TM

 Mentor; Integration 

Diagnosis, Gothenburg, Sweden) was used. The resonance frequency analysis (RFA) was 

obtained in the range of 1100–10,000 Hz with the use of a peg (Smartpeg; Integration 

Diagnostics AB, Goteburg, Sweden), which was attached to the micro-abutment. The probe 

of the wireless device was positioned close to the peg in two distinct positions, firstly 

oriented in the vestibular-oral direction and then in the lingual-oral direction. The resonance 

frequency value was automatically converted into ISQ, which was presented on the device 

display and recorded in the patient’s file. The higher the ISQ, which ranged from 1 to 100, 

the higher the stability of the implant (Ribeiro-Rotta et al. 2014). 

 

 

Measurement of 3D bone microarchitecture  

MicroCT was performed by Skyscan 1172 (Skyscan, Antwerp, Belgium) for each bone 

sample (92 kV, 120 mA, 8 μm resolution; Fig. 4A and B). A 180° rotation step and a 0.5 

mm aluminum filter were used to reduce noise. The bone microarchitecture of each alveolar 

sample was assessed in the trabecular bone, considering the characteristics and their spatial 

organization of the trabeculae. Bone morphometric parameters for each volume of interest 
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(VOI) were calculated by determining the region of interest (ROI) comprising the whole 

trabecular volume, which was manually separated from the cortices. Prior to binarization, 

the grayscale thresholds were chosen. There was one threshold for the PROV group (80; 

Fig. 4C) and two for the SBC group, for which there was one threshold for the whole 

volume (40, considering bone + biomaterial; Fig. 4D) and another for the biomaterial only 

(100; Fig. 4E). 

 

 

 

Figure 4 – Microtomography analysis. Original images (Scout view) for 

(A) the SBC group and (B) the PROV group, showing cortex and 

trabecular bone in the bone specimen. Images for (C) and (D) show one 

slice of the trabecular bone in a trans-axial plane within the delimitation of 

the trabecular bone. Images of the binarization process, with (E) 

delimitation of the whole material including bone and biomaterial (upper 

left corner) and the binarized image used for analysis (upper right corner) 

in the SBC group, and (F) delimitation of the bone tissue in the PROV 

group (left) and the binarized image (right). 

 

The parameters analyzed included the bone volume density (BV/TV, %), bone 

surface by volume ratio (BS/BV, 1/mm), trabecular thickness (Tb.Th, mm), trabecular 

separation (Tb.Sp, mm), trabecular number (Tb.N, 1/mm), structural model index (SMI, #), 

connectivity density (Conn.Dn, 1/mm
3
) and degree of anisotropy (DA, #). The 

measurements for the SBC group comprised the whole volume (bone and biomaterial). 
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Values obtained for the biomaterial (bone ceramic, BC) alone were also evaluated, and these 

values were subtracted from those obtained for the whole trabecular volume to determine 

how much of the whole volume was comprised of the remaining biomaterial. 

 

Data analysis 

Clinical and microCT data were summarized by descriptive statistics, expressed as the mean 

and standard deviation. Correlation analyses were performed to check for associations 

between trabecular bone parameters and implant stability (Pearson’s correlation coefficient). 

Comparisons between the PROV and SBC groups were assessed by the Mann-Whitney test 

(95% confidence intervals). Statistical significance was set at p ≤ 0.05. GraphPad Prism 5.0 

was used for all data analyses. 

 

Results 

Eight patients dropped out and did not receive the allocated intervention, and one 

discontinued the intervention because did not present enough bone height to insert the 

implant without a concomitant sinus lift. In this way, 11 patients received dental implants. 

There were no intercurrences and no signs or symptoms of infection related to the first 

surgical procedure. At the second visit, CBCT scans and clinical evaluation revealed that 11 

patients presented a satisfactory alveolar ridge, with adequate size and thickness necessary 

for implant placement. The mean height and thickness of the alveolar ridge were 14.8 ± 3.9 

and 6.5 ± 0.7 mm for the SBC group and 13.91 ± 3.2 and 5.39 ± 1.6 mm for the PROV 

group, respectively. 

Initial insertion torque values and ISQ values are presented in Table 1. The ISQ 

values remained higher than 50 for all periods evaluated. All implants were considered 

osseointegrated. Comparative analyses between the two groups revealed thicker trabeculae 

(p = 0.03), higher anisotropy (p = 0.01), reduced bone surface (p = 0.05) and higher initial 

ISQ (p = 0.05) in the PROV group compared to the SBC group (Table 1).  

 

 

 

 

 

 



33 
 

 

Table 1 - Comparisons between the Straumann-bone-ceramic group (SBC) and Provisory group 

(PROV) 

Parameter 

SBC 

(n=6) 

PROV 

(n=5) p 

Mean (SD) 

BV/TV 30.49 (20.52) 41.75 (21.04) 0.42 

BS/BV 40.09 (10.94) 26.02 (10.36) 0.05* 

SMI 1.29 (1.73) 1.97 (2.61) 0.42 

Tb.Th 0.11 (0.03) 0.17 (0.03) 0.03* 

Tb.N 2.6 (1.8) 2.3 (1.2) 1 

Tb.Sp 0.29 (0.14) 0.35 (0.34) 1 

Conn.Dn 508.2 (506.2) 332.5 (171.3) 1 

DA 0.12 (0.07) 0.30 (0.08) 0.01* 

Initial torque 50.0 (12.25) 49.4 (11.70) 0.92 

ISQI 67 (3.9) 72.3 (2.1) 0.05* 

ISQ7 68 (5.9) 70.8 (2.1) 0.46 

ISQ30 67.92 (4.6) 67 (8.43) 0.85 

ISQ60 67.75 (5.58) 69.38 (4.49) 0.66 

* Significant difference (p ≤ 0.05). Mann-Whitney test. Bone volume density (BV/TV, %), bone surface by 

volume ratio (BS/BV, 1/mm), structural model index (SMI, #), trabecular thickness (Tb.Th, mm), trabecular 

number (Tb.N, 1/mm), trabecular separation (Tb.Sp, mm), connectivity density (Conn.Dn, 1/mm3) and 

degree of anisotropy (DA, #) 

 

Concerning trabecular microarchitecture, the presence of biomaterial in the SBC 

group represented 27.25% of the whole volume, 37.43% of the number of trabeculae and 

38.6% of the whole surface. Intramethod correlations were found. For MicroCT, BV/TV 

was correlated with BS/BV, SMI, Tb.N, Tb.Sp and Conn.dn; Conn.Dn was correlated with 

SMI and Tb.N; Tb.Sp was correlated with Tb.N and SMI; DA was correlated with Tb.Th 

and BS/BV; SMI was correlated with Tb.N; and BS/BV was correlated with Tb.Th (Table 

2). For the clinical parameters, the ISQ at day 30 was correlated with the ISQ at day 60. 
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Table 2 – Correlation* of clinical and microtomography parameters considering all patients (n=11) 

 BS/BV SMI Tb.Th Tb.N Tb.Sp Conn.Dn DA ISQ60 

BV/TV 
p 0,00 

r’-0,71 

p 0,00 

r’-0,79 
 

p 0,00 

r’0,84 

p 0,01 

r’-0,69 

p 0,01 

r’0,68 
  

BS/BV   
p 0,00 

r’-0,86 
   

p 0,02 

r’-0,62 
 

SMI    
p 0,00 

r’-0,80 

p 0,02 

r’0,63 

p 0,02 

r’-0,60 
  

Tb.Th 
 

 
     

p 0,01 

r’0,65 
 

Tb.N     
p 0,01 

r’-0,65 

p 0,00 

r’0,87 
  

ISQ30       
 

 

p 0,04 

r’0,60 

* Results with statistical significance (p ≤ 0.05) in Pearson correlation test. 

 

Discussion 

Two guided bone regeneration procedures were performed to obtain well-preserved alveolar 

ridges for adequate implant placement. In one group, an ovate pontic provisional restoration 

was used to seal the alveolar socket without any graft material, and in the other, a 

biomaterial substitute was inserted. Samples collected before implant placement were 

evaluated by a high-resolution imaging technique, and the bone quality was assessed 

through evaluation of the microarchitecture of the trabecular bone. Sealing the socket with a 

provisional restoration resulted in a higher initial ISQ, thicker trabeculae, more anisotropic 

bone and less bone surface. There was a correlation between the degree of anisotropy and 

the stability of the implant.   

Few reports in the literature have studied the clinical use of a provisional pontic as an 

alveolar sealer method for preserving the alveolus (Bakshi et al. 2018; Luckerath, Roder, & 

Enkling 2018). In addition, there is a lack of information on implant stability and its 

relationship with the trabecular quality of the preserved ridge, including an absence of 

substantial data on RFA and micro-tomographic examination of these preserved areas. To 

our knowledge, no previous studies have compared the ISQ and the microarchitecture of 

grafted sites containing alloplastic biphasic calcium phosphate with alveolar sites sealed 

with an ovate pontic provisional restoration.  
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The PROV group showed thicker trabeculae than the SBC group. Even with the 

biomaterial representing 27% of the whole volume in the SBC group, trabeculae thickness 

was higher in the PROV group. A histomorphometric study by Friedmann et al. (2009) 

found that the percentage of alloplastic biphasic calcium phosphate particles in biopsies 

ranged from 27.83% to 80.17% after 6 to 10 months postoperative. Mardas et al. (2010) 

assessed the coronal part of their samples, finding biomaterial particles surrounded by 

fibroblasts, collagen fibers and blood vessels without any signs of inflammation and no 

resorption of alloplastic biphasic calcium phosphate particles.    

Another indicator of improved bone quality is the degree of anisotropy. The 

trabecular bone in the PROV group was more anisotropic than the SBC group. Anisotropy 

represents the orientation of the trabeculae in the space, and high anisotropic distribution of 

the trabeculae network indicates good bone quality. Anisotropic trabecular bone means that 

preferential orientation of the trabecular plates is observed along the direction of the strains 

(Chappard et al. 2008; Irie et al. 2018). Thus, in our understanding, the trabeculae in the 

PROV group appear to follow an organization pattern that responds to the stimuli received 

by the site. On the other hand, the SBC group, being more isotropic, may not be influenced 

by the occlusal load. Although Kesmas et al. (2010) observed that BC particles degraded in 

a shorter period of time, we noticed the presence of biomaterial particles after a year of 

grafting in the current study. Thus, the presence of the biomaterial particles may influence 

the spatial arrangement of the trabeculae.  

Interestingly, in addition to thicker trabeculae and greater anisotropy in the PROV 

group, there was also higher initial stability (ISQI) and lower bone surface values. Lower 

bone surface could not only be linked to the number of trabeculae, and as SBC group 

revealed thinner trabeculae and higher values of surface, it can be inferred that trabeculae 

were longer than the ones in PROV group. A ridge composed of thicker, shorter trabeculae 

(i.e., less bone surface), also organized according to the strain orientation, might be 

important to obtain good initial stability. In addition, higher ISQ values are also known to 

indicate greater bone-implant contact (Açil et al. 2016), represented in our results by thicker 

trabeculae. The stability of the implants is related to the biomechanical properties and 

amount of bone that is in contact with the implant (Johansson & Albrektsson 1991).  

Stability is a crucial factor for the success of osseointegration. Several studies have 

evaluated the changes in stability that occur during bone healing (Rasmusson et al. 1999; 

Becker et al. 2005; Sjöström et al. 2005; Bornstein et al. 2009; Kim et al. 2017; Qabbani et 
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al. 2017). Removal torque values have been used for many years in preclinical studies to 

evaluate the quality of osseointegration (Johansson & Albrektsson 1991; Park, Park, & Cho 

2016). However, this parameter cannot be used clinically in patients, as it would require 

removal of the the implant. Meredith et al. (1997) proposed the use of RFA as a noninvasive 

method to evaluate implant stability. Our methods allowed the association of RFA 

concomitant with the evaluation of bone quality parameters, which revealed an influence of 

the quality of the alveolar ridge trabecular bone on the stability of the primary implant. 

Stability monitoring was performed by RFA at 7, 30 and 60 days, which is sufficient time to 

monitor the osseointegration process of an implant with a hydrophilic surface. A previous 

study reported 62% bone implant contact for hydrophilic, moderately rough implant surfaces 

after 6 weeks (Lang et al. 2011), after which osseointegration may have occurred to a 

sufficient degree to fully carry the functional load (Rocuzzo et al. 2008).  

In relation to the stability of the implant, it is important to note that the ISQ at 30 

days observed in the present study was positively correlated with the ISQ at 60 days. 

Sjöström et al. (2005) previously revealed an increased ISQ over time in ungrafted jaws, 

with mean ISQ values of 58 ± 4.7 at the time of implant installation and 63 ± 5.6 after 6 

months. In a clinical pilot study of grafted maxilla, Rasmusson et al. (1999) also reported an 

increase in RFA values over time.  

Given the importance of implant stability, it is clear that achieving primary stability 

at the time of insertion is of paramount importance. Therefore, in addition to bone density 

and the surgical technique employed, it is important to determine the influence of the 

implant model (Santamaría-Arrieta et al. 2016; Dedigi, Daprile, & Piattelli 2017). In recent 

years, several modifications in specific surface properties have been investigated with the 

aim of improving osseointegration of the implants (Ferguson et al. 2006; Lang et al. 2011). 

An in vitro study showed that hydrophilic surfaces support monocyte adhesion, platelet 

activation and blood clot formation, which are the initial events of osseointegration (Hong, 

Kurt, & Thor 2013). The high values of ITV and ISQ found in the present study could be 

explained by the altered implant design and surface treatment, which allowed for excellent 

primary bone contact and strong anchorage during insertion. 

In conclusion, preservation of the alveolar ridge using an ovate pontic provisional 

restoration resulted in thicker trabeculae, greater anisotropy, higher initial ISQ and less bone 

surface when compared to the ridge of the grafted site. However, both preservation methods 

were satisfactory for implant placement, resulting in high values of ITV and ISQ.   
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5 CONSIDERAÇÕES FINAIS 

 

A preservação alveolar é um assunto amplamente estudado e discutido na 

literatura, devido a sua importância para a reabilitação de casos que, por variados 

motivos, não permitem a instalação imediata do implante. Esta pesquisa foi 

desenvolvida a partir da elaboração de uma nova técnica de preservação alveolar, 

uma restauração provisória de pôntico ovóide, que teoricamente apresentaria 

vantagens para a prática clínica em relação às técnicas já estabelecidas. 

A pesquisa demonstrou que o rebordo alveolar preservado pelo uso de uma 

restauração provisória de pôntico ovóide resultou em trabéculas mais espessas, 

mais anisotropia, maior ISQ inicial e menos superfície óssea do que o rebordo do 

alvéolo comparado com o grupo que recebeu material de enxertia e que já é uma 

técnica bem estabelecida na literatura. 

Considerados os achados desta pesquisa, juntamente com o que já se sabe 

sobre os diversos aspectos da neoformação óssea em pacientes nas diversas 

situações clínicas, sabe-se que trabéculas mais espessas podem auxiliar no 

processo de osseointegração. No âmbito deste estudo em pacientes saudáveis foi 

possível identificar osseointegração em todos os casos, no entanto, extrapolando 

estes dados em relação aos pacientes sistemicamente comprometidos, como por 

exemplo, pacientes com osteoporose ou diabetes, sugere-se que indicar a técnica 

PROV nestes casos poderia influenciar de forma favorável, uma vez que foi 

comprovado um melhor reparo ósseo a nível microtomográfico. 

Por se tratar de resultados preliminares, o desfecho desta pesquisa com 

novos dados a cerca de preservação alveolar serão publicados com maior número 

de pacientes por grupos, além da abordagem de outros métodos de preservação e 

variação do perfil dos pacientes para obter outras análises. 

Concluímos que ambas as técnicas resultam em altos valores de ITV e ISQ 

e que as vantagens de ser utilizar do método de restauração provisória de pôntico 

ovóide é ter menor custo financeiro e menos repercussão biológica para o paciente, 

além de ser facilmente reproduzível na prática clínica do profissional. 
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